ABRASION RESISTANCE/sursuant to DIN 688861 Part 2

Completed on a FRANK 11501.12 abrasion test device

The testing body consists of a felt disk, which is applied to the surface of the product with a load of 10 N.

The product is moved at a speed of 60 rpm.

Subsequently, the surface is examined for damage in the WALDMANN colour testing cabin using a daylight lamp.
The degree of surface resistance is stated in terms of numbers of revolutions.

Article Product group Abrasion resistance *
DM Silver deco-line standard
DM Silver H23 deco-line low

DM Silver brushed deco-line high

DM Silver PF met deco-line high

DM Silver PF met touch 1 deco-line standard
DM Smoke PF met deco-line high

DM Smoke Pf met touch 1 deco-line high

DM Champagner deco-line high

DM Champagner brushed deco-line high

DM Champagner PF met deco-line high

DM Champagner PF met touch 1 deco-line high

DM HGS deco-line high

DM Gold deco-line standard
DM Gold 30 deco-line standard
DM Brass deco-line standard
DM Rose deco-line high

DM Iceblue deco-line high

DM Skyblue deco-line standard
DM Anthracite deco-line standard
DM Lapis PF met deco-line high

DM Galaxy Silver deco-line standard
DM Beige brilliant deco-line standard
DM Bordeaux brilliant deco-line standard
DM Titan brushed deco-line standard
DM Copper brushed deco-line high

DM Mahogany deco-line standard
DM Mahogany touch 1 deco-line standard
DM Zebrano touch 1 deco-line standard
DM Zebrano Graphite touch 1 deco-line high

DM Makassar touch 1 deco-line high

DM Tobacco touch 1 deco-line high

DM Orange PF touch 1 deco-line standard
DM Fashion Grey deco-line standard
DM Fashion Red deco-line standard
DM Magic Black deco-line standard
DM Magic Red deco-line standard
LL White leather-line standard
LL Creme leather-line standard
LL Beige leather-line standard
LL Red leather-line standard
LL Brown leather-line standard
LL Dark Brown leather-line standard
LL Black leather-line standard
LL Saffron leather-line standard
LL Olive leather-line standard

* Low abrasion resistance: 0-5 revolutions / Standard abrasion resistance: 6-100 revolutions / High abrasion resistance: 101-500 revolutions
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ABRASION RESISTANCE/sursuant to DIN 6888681 Part 2

Article

LL Leguan Silver

LL Leguan Copper

LL Leguan Gold

LL CROCO Black

LL CROCO Creme

LL CROCO White

LL CROCO Uni Magenta

LL FLORAL White

LL FLORAL Red

LL FLORAL Black/Silver mat
LL FLORAL White/Silver mat
LL FLORAL White/Gold mat
LL FLORAL Gold

LL FLORAL Platin

LL FLORAL Aubergine

LL FLORAL Oro

LL STRUZZO0 Dark Brown
LL STRUZZ0 Brown

LL STRUZZO Creme

LL SNAKE Nero

LL SNAKE Bianco

LL COLLAGE Mocca

LL CREPA Violetta

LL Eleganza Gold

LL Eleganza Silver

LL PELO Savanna

LL PELO Marabu

LL Reggae

SL CROCO Silver PF met/Silver
SL CROCO Smoke PF met/Silver
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* Low abrasion resistance: 0-5 revolutions / Standard abrasion resistance: 6-100 revolutions / High abrasion resistance: 101-500 revolutions
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